LUBRICANTS

KOKYBES SERTIFIKATAS

CERTIFICATE OF QUALITY - MACNOPT KAYECTBA

Imonés standatas 210502640

Data: 2015 11 17

FANFARO TO-4 Powertrain Oil SAE 30

Produkto klasifikacija SAE 30; Caterpillar TO-4; Komatsu KES
Product Designation 07.868.1;
Knaccudukanus npoaykra Allison C4(off-road)
Kokybés rodikliai Standartas Analizés metodas
Control Item Standard Test Method
HaumeHnoBanue nokazaresns Crannapr Merton
Klampumas esant100 °C, ¢St 9,5-12,5 ASTM D-445

Viscosity at 100 °C, ¢St
Bsskocth kunemarudeckas mpu 100 °C,
cCr

Klampumo indeksas, min. 90 ASTM D-2270
Viscosity Index, min.
NHnekc BA3KOCTH, HE MEHEE

Dinaminis klampumas pagal Brookfield 140000 ASTM D-2983
cP(mPa s(-25) °C), maks

Dinamic Viscosity by Brookfield, cP(mPa
s), (-25) 0oC), max
Jlunamuyeckas Bs3kKocTh o Brookfield,

cP(mPa s (-25) 9C) makc.

Plitipsnio temperatira, °C, min. 200 ASTM D-92
Flash point, open cup, °C
Temneparypa BCIBIIIKH B OTKPBITOM
turiae, oC, He HUXKe

Stingimo temperatiira, °C, maks. -30 ASTM D-97
Pour point, °C, max.
Temmneparypa 3acteiBanus, “C, He BbIIIE

Sarminis skaic¢ius. mgKOH/g, min 7,5 ASTM D-2896
Total base no. mgKOH/g, min
[lenounoe uncno, mr KOH Ha 1 r macia,
HE MEeHee

Tankis esant15 °C, kg/Imaks. 0.9 ASTM D-1298
Density at 15 °C, kg/l, max.
[TnotHocTs nipu 15 °C, kr/n
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