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LUBRICANTS

KOKYBES SERTIFIKATAS
CERTIFICATE OF QUALITY - NACMNOPT KAYECTBA

Data: 2016 11 10

Fanfaro Hydro HV 22 VI 245

Produkto klasifikacija

ISO 22

Parker Denison HF-0; Eaton Brochure 03-401-

PRODUCT DESIGNATION 2010; DIN 51524 PART 1,2,3; GM LS-2; Fives
KITACCUDOUKAIINA Cincinnati P-68; JCMAS HK; U.S. Steel 127;
IMTPOJAYKTA U.S. Steel 136; SAE MS 1004
Kokybés rodikliai Standartas Analizés metodas
Control Item Standard Test Method
HAVMMEHOBAHUE ITOKA3ATEJIA Cranpmapt Meron
Klampumas esant 40 °C, ¢St 20-24 ASTM D-445
Viscosity at 40 oC, cSt
Bsizkocth knnematuueckas npu 40 oC,
cCr
Klampumo indeksas, min. >230 ASTM D-2270
Viscosity Index, min.
HNHnexc BA3KOCTH, HE MECHEE
Plitipsnio temperattra, °C min. 170 ASTM D-92
Flash point, open cup, °C min.
TemmnepaTypa BCIBIIIKHA B OTKPHITOM
turiae, oC, He HIXe
Stingimo temperatiira, °C, maks. -50 ASTM D-97
Pour point, °C, max.
Temmnepatypa 3acteiBanusi, 0C, He BBIIIE
Tankis esant15 °C, kg/l, maks. 0.89 ASTM D-1298

Density at 15 °C, kg/l, max.
ITnotaocTs npu 15 oC, xr/n
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