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Produkto klasifikacija SAE 30, API CD, 9TBN
PRODUCT DESIGNATION
KITACCUOUKALINA
[TPOAYKTA
Kokybeés rodikliai Standartas Analizés metodas
Control Item Standard Test Method METO/1
HAMMEHOBAHUWE ITOKA3ATEJIA Crangapt
Klampumas esant100 °C, cSt 10.0-11.0 ASTM D-445

Viscosity at 100 °C, ¢St

Bsi3kocts kuHemaruueckas ipu 100 OC,
cCr

Klampumo indeksas, min. 92 ASTM D-2270
Viscosity Index, min.
I/IH,HCKC BA3KOCTH, HC MCHECC

Plitipsnio temperatiira °C , min. 210 ASTM D-92
Flash point, open cup, °C
TemmepaTypa BCIBIIIKHA B OTKPHITOM

turie, °C, He HIKe

Stingimo temperatiira °C, maks. -10 ASTM D-97
Pour point, °C, max.

Temneparypa 3actoiBanus, °C, He BbIIIE

Sarminis skai¢ius mgKOH/g, min 9.0 ASTM D-2896
Total base no. mgKOH/g, min
[llenounoe uucio, mr KOH nHa 1 r macna,
HE MEHee

Tankis esant15 °C, kg/l, maks. 0.9 ASTM D-1298
Density at 15 °C, kg/l, max.

[TnotHocTs nipm 15 OC, xr/n
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