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FFM-2TAPITC JASO FB

Produkto klasifikacija
PRODUCT DESIGNATION
KITACCUOUKALIA
IMPOAVKTA

API TC, JASO FB
ISO-L-EGB

Kokybéss rodikliai
Control Item
HAUMEHOBAHUE ITOKA3ATEJIA

Standartas
Standard
Cranpapr

Analizés metodas
Test Method METOJT

Klampumas esant100 °C, ¢St
Viscosity at 100 °C, ¢St

BsiskocTh kuHeMaruueckas mpu 100 °C, ¢Cr

9,5-12,0

ASTM D-445

Klampumo indeksas, min.
Viscosity Index, min.
I/IHI[GKC BA3KOCTH, HC MCHEC

90

ASTM D-2270

Plitipsnio temperatiira, , °C, min.
Flash point, open cup, °C
TemnepaTypa BCIBILIKK B OTKpbITOM THTIE, OC,
HE HIKE

135

ASTM D-92

Stingimo temperatiira, °C, maks.
Pour point, °C, max.

Temneparypa 3acteiBanus, °C, He Bblle

-25

ASTM D-97

Sarminis skai¢ius, mgK OH/g, min
Total base no. mgKOH/g, min
[lenounoe uucno, mr KOH Ha 1 r macna, He
MeHee

1,0

ASTM D-2896

Tankis esant15 °C, kg/l, maks.
Density at 15 °C, kg/l, max.

ITnorHocTs mpu 15 OC, kr/n

0.9

ASTM D-1298

Atitinka IST 1050264-01:2009

Laboratorijos ved¢ja :Daiva Burbaité




